
Vorlesung: Vom Mineral zum Material: Silicate Vorlage 6.2

6. Baustoffe: Zement und Beton
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C-S-H (II)

1: C3S2H3 (Afwillit) Ca3[SiO3OH] . 2 H2O 

2: C4S2H4 (Bultfonteinit) Ca4[SiO3OH]2(OH)2. 2 H2O 

3: C2SH, Ca2[SiO4] . H2O 

4: C5S2H (Reinhardbraunsit) Ca5[SiO4]2(OH)2

5: C6S3H (Dellait) Ca6[Si2O7][SiO4](OH)2

6: C6S4H (Killalait) Ca6[Si2O7]2. H2O 

7: C6S2H3 (Jaffeit) Ca6[Si2O7](OH)6

10: C5S6H9 (14A Tobermorit) Ca5[Si6O16](OH)2. 8 H2O 

9: C8S5, Ca8[SiO4]2[Si3O10] 

23: Gismondin 

24: Chabasit 

25: Faujasit 

11: C9S12H11 (11A Tobermorit) Ca4.5[Si6O16](OH) . 5 H2O 

12: C4S6H6 (11A Tobermorit) Ca5[Si6O15](OH)2. 5 H2O 

13: C5S6H5 (Klinotobermorit) Ca5[Si6O17] . 5 H2O 

14: C5S6H2 (9A Tobermorit) Ca5[Si6O16](OH)2

15: C9S6H11 (Jennit) Ca9[Si6O18](OH)6. 8 H2O 

16: C6S6H (Xonotlit) Ca6[Si6O17](OH)2

17: C4S3H (Foshagit) Ca4[Si3O9](OH)2

19: C3S6H7 (Nekoit) Ca3[Si6O15] . 7 H2O 

20: C7S12H3 (Truscottit) Ca14[Si24O58](OH)8. 2 H2O 

21: C7S16H (K-Phase) Ca7[Si16O38](OH)2

22: C9S16H15 (Z-Phase) Ca9[Si8O20](OH)2. 14 H2O 

8: C6S4 (Kilchoanit) Ca6[SiO4][Si3O10] 

18: C5S9H9 (Okenit) Ca5[Si9O23]. 9 H2O 
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Übersicht: Kristalline CSH-Phasen


